Intertek

Total Quality, Assured,

NUMBER : TSNT01278569

Page 1 of 5

Intertek Testing Services (Tianjin) Ltd.
No. 7 Guiyuan Read, Huayuan Hi-Tech Park, Tianjin, 300324, P. R. China
FRimeraA T ERERETS  HRR 300384
Tel +B86 22 8371 2202 Fax: +8§ 22 8371 2205
Altention is drawn to the terms and conditions printed



INtertek

Total Quality, Assured,

NUMBER : TSNT01278569

Applicant : Biotech Medical Equipment (Zhejiang) Co., Ltd. Date : May 19, 2020
building 1, wanshili technology park, No.619 wangmei road,
yuhang district, hangzhou city, zhejiang province, PRC.

Attn : Zhu Xiaohui

Sample Description As Declared :
No. Of Sample : One
Fibre Content -
Material : One (1) Piece Of Submitted Sample Said To Be Disposable Protection Face Mask In
Blue.
Finishing :o-
End Uses T
Colour : Blue
Style No. :o-
Order No./PO No. -
Buyer’s Name T
Agent’s Name To-
Manufacturer’'s Name T
Sample Submitted Status : Wrapped With Polybag

Applicant’s Provided Care Instruction/Label : -

Date Received/Date Test Started :  Mar 25, 2020

Tests Conducted:
As Requested By The Applicant, For Details Refer To Attached Page(S)

Authorized By :
For Intertek Testing Services
(Tianjin) Ltd.

7M I~ 11 C/’/(

Patrick Gong
General Manager
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INtertek

Total Quality, Assured,

NUMBER : TSNT01278569

Tests Conducted:
Bacterial Filtration Efficiency (EN 14683:2019, Clause 5.2.2, Testing Refer To Annex B):
Performance

Requirement for_
Medical Face Mask

Specimen (1) 96.0% Typel: =2 95%

Specimen (2) 96.6% Type Il : = 98%
Specimen (3) 95.7% Type IIR : = 98%
Specimen (4) 95.2%

Specimen (5) 96.5%

Remark : Bacterial challenge : Staphylococcus Aureus ATCC 6538, average : 2,039 CFU for the testing

1.
2. Mean particle size : 3.0 yum

3. Testing side : outside of specimen facing the challenge.
4, Tested area : 39.5 cm? (Modified)

5. Test was conducted by TTRI.

The Test Was Conducted By Intertek Testing Services Taiwan Ltd.
2. Differential Pressure (EN 14683:2019 Annex C):
Performance

Requirement for_
Medical Face Mask

Specimen (1) 30.8 Pa/cm? Type I < 40 Pa/cm?
Specimen (2) 32.7 Pa/cm? Type II < 40 Pa/cm?
Specimen (3) 31.3 Pa/cm? Type IIR < 60
Specimen (4) 30.8 Pa/cm? Pa/cm?
Specimen (5) 33.1 Pa/cm?
Average 31.7 Pa/cm?
Remark : Test was conducted by TTRI.
The Test Was Conducted By Intertek Testing Services Taiwan Ltd.
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INtertek

Total Quality, Assured,

NUMBER : TSNT01278569

Tests Conducted :

Resistance To Penetration By Synthetic Blood (EN 14683:2019, Clause 5.2.4, Testing Refer To ISO
22609:2004):

Performance
Requirement for
Medical Face Mask

Test Pressure : 120 mm Hg (16.0 kPa) Type I : Not Required
Type II : Not Required

Specimen (1) None Seen Type IIR : = 16.0 kPa

Specimen (2) None Seen

Specimen (3) None Seen

Specimen (4) None Seen

Specimen (5) None Seen

Specimen (6) None Seen

Specimen (7) None Seen

Specimen (8) None Seen

Specimen (9) None Seen

Specimen (10) None Seen

Specimen (11) None Seen

Specimen (12) None Seen

Specimen (13) None Seen

Remark : Test was conducted by TTRI.

The Test Was Conducted By Intertek Testing Services Taiwan Ltd.
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INtertek

Total Quality, Assured,

NUMBER : TSNT01278569

Tests Conducted :
4. Microbial Cleanliness (EN 14683:2019, Clause 5.2.5, Testing Refer To EN ISO 11737-1:2018):

Performance
Requirement for_
Medical Face Mask

Specimen (1) 6.8 cfu/g < 30 cfu/g
Specimen (2) 8.1 cfu/g
Specimen (3) 3.0 cfu/g
Specimen (4) 8.1 cfu/g
Specimen (5) 4.0 cfu/g

Remark : Test was conducted by TTRI.

The Test Was Conducted By Intertek Testing Services Taiwan Ltd.

This report is made solely on the basis of your instructions andyor information and materials supplied by you. It is not intended to be a recommendaation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only
accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek’s provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the
Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute
or otherwise, except in the event of our gross negligence or wilful misconduct.

Page 5 of 5
Intertek Testing Services (Tianjin) Ltd.

No. 7 Guiyuan Read, Huayuan Hi-Tech Park, Tianjin, 300324, P. R. China
FRimeraA T ERERETS  HRR 300384
Tel: +86 22 8371 2202 Fax: +88 22 3371 2205
Altention is drawn to the terms and conditions printed



		2020-05-19T20:21:15+0800
	Consumer Goods -TianJin




